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1 Order

1.1 Chronology

Dorte Recewed Crdier
2010-04-07 2010-04-12  Classification of burming behaviour according o EN 13501-1.

-
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2 Introduction

This classification report defines the clossificotion assigned 1o the building product
“"SHOWFLOOR GLITTER 200" in cccordance wilh the test methods fixed in EN 13501-1:200%,

3 Details of classified building product

3 General

The building product "SHOWFLOOR GLITTER 2007 is defined as flooring, the classification is valid
for the end use application described under point 5.3,

3.2 Description of the building product

Material [of wear layer): PYC

(according 1o the specification by the applicant)
Construction: ) heterogeneous
Consfitultion of wearayer: transparent wear layer
Type of floor covering: smooth floor covering
Structure of weardayer: smooth surface
Colouring: scattered
Dimensions: rolls
Type of floor covering: Falyvinyl chloride floor covering with foam layer

according EN 451

specification by OT) specification by the
applicant

Total mass 1963 gfm® 2100 g/m?
Total thickness 18 mm 20 mm
Density - 1250 kg/m?

The applicant of this classification report guarantees the observance of the instructions of the
product specification according fo EN 651,
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4 Test reports and test results for the proof of the
classification

4.1 Test report

Laboratory am

Test reporl number 63392

Date of issue 2010-04-22

Applicant Graboplast RT

Test methods EN 150 11925-2 und EN 150 9239-1

4.2 Test results

Test resulls Number of tests
{Mean Value)
Ignitability, EN 150 11925-2
Flame spread < 150 mm yes &
Burning behaviour, EN IS0 §239-1
Critical radiant flux &6 KW/ m? 3
Integral of smoke obscuration 222 F.min 3

5 Classification and field of application

51 Reference for classification
This classification has been caried oul in accordance with EN 13501-1:2009,

52 Classification

Due to the resulis of the tests camied out, the building product "SHOWFLOOR GLITTER 200" can
be classified as following.

Burning behaviour Smoke emission

Ca 51

Classification

Cr-51
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5.3 Field of application
The classification is valid for the building produc! described in point 3 under the following end

use conditions.

Applicafion Horizontal laid floor covering in form of rolls

Subfloors Mot bumable subfloors of euroclass Als or AZn with a density of ot
least 1350 kg/m?,

Installation unglved and glued/adhered

) Limitations

6.1 Validity

The report stays valid as long as the products are produced in unchanged condifion: this is in
the responsibility of the manufaciurer,

6.2 Notice
This classification decument does not represent fype pemission or cerfifying the product.

If a building product should be CE marked according to system 3 of the attestafion of
canforrmity systems, the clossification stated with this report is suitable a5 a basis for the
declaration of the producer accaording to the attestation of conformity system 3, together
with @ CE marking in the context of the directive relafing to construction products,

If the manufacturer plans a CE marking in connection with conformity system 3, he has fo
give an explanation, which has 1o be attached fo the relevant documents. This explanation
caonfimns, that there are no the specific materials, production processes or procedures (e.q.
no additives of lame retarding materials, delimitafion of organic components or additions of
fillers), which are improfing the buming behaviour to reach the obtained fire clossification. As
a consequence from this, the manufacturer drew the conclusion that the system 3 of the
attestation of conformity systems is appropriofe,

The testing laboratory therefore has played no role in the sampling procedure, alfhough the
testing laboralory keeps appropriate references from the manutacturer ready, in order to
pursue the examined samples.
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7  Aquivalenzbeurteilung zur Verwendung in Osterreich

Unter Iugundlegung der Anforderungsbedingungen ist eine eindeutige Iuordnung der
ehemaligen Gstereichischen Brandklassifizierung zu einer ewropdischen Klasse nicht immer
méglich und bedarf umfassender EBinstufunaserfahning.

Die voriegende Aquivalenzbeurteilung soll als Hilfestellung verstanden werden die zeigen soll,
in welche eurcpdische Klosse ein Bauprodukt fallen kann, dos gemdBR éstereichischen
Mormen eingestuft wurde und umgekehrt,

Einstufung gem&B EN 13501-1 Anforderungen aus landesgesetzlichen Bestimmungen
Al nichtbrennioar, A
AZy-s1 schwachaqualmend
Bo-s1 schwerbrennbar, B1
Cy-51 schwachqualmend
Dy+1 schwachauamend
Alu-52
Ba-52
Ca-52 normalbrennibar
Dn-52
En
Fa 1 leichiorennbar B3

1] Es wird dorauf hingewiesan, dass die Europdische Klasse F auch die Tolsache ousdriicken konn, dass noch
gor keine Elassifiziensng slatigetunden hal.
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8 Remarks

sample Material

Wilhout expicil waillen olher agreement 1esling b destrective and he somple malena s Iranilered to Ihe property
of O, which s enfilled 1o freely decide on storoge and disposal,

Guality management and accreditations

This e s o rewrifing of repon 43393 daled 30 10-06-22.

Al tasts and services are performed under a quallty monogement syslem according to BN 150 17025,
Gﬂkmﬂadladbfsamlorgmisalmlwmm l&slsaﬂﬂ'ﬁd It olbso Is o Motified Body lor several direclives with
the reegistrertion rumiber 0534 {see hitip/ e DOLE siprisednewappreochinondal]. The accreditalion by the
Federol Minislry of Econamy, Fomily and Youl‘h o5 Iasmg lnh-nfum WS mpamad under referance $2.714/0560
1272009 (Individual accredited fes! procedures are moarked wilh the lederal loboralory logo), the accreditalion for
lesting ond Irspection of construchion products woas given by the QB [Ausidon Insfilule of Corstruction
Engeineering]. Details and other occreditations ore given on request and con be fourd on www.oetl.ol,

lssuance

The weilid Brst issue & done In paper cnd hos single-handed sgnatures. For relerance purposes and filng an unsigned
elechonic dupiicate con be defivered in pd! fomal, Duplicates ond franskafions will e marked occordingly on fhe
cover sheel, ' :

Copyrght und Usage Notes

it is poinled oul, lha1unydisrmmunuﬁmlsulumﬂwﬁmmmmtmlﬁmmdbrM|Muimw
will bes prosecuted os civil and aiminal ofiences; this especially o the appropricte requiements of ABGE, UrhG, UWG
and crimingl lon ond hell respective intemalional equivalents,

Reperls are profecied under intermalional copyight laws. written consent of the &7 & requined for publcaBons (atso
In excerpd) and reference o tests for public relotion pusposes, Reports may only be reproduced in lull lengiin,

End ol Report
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